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Figure 1S. Droplet size distributions by intensity of an initial capsules: freshly prepared (red curve) and 10 days later (green  curve).
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‘Sample Detaits
Sample Name: 4 Intal emusion - 3w.c.2
SOP Name: mansetings nano
‘General Notes:

File Name: 24052013 PSS DoTab.ts  Dispersant Name: Water

Record Number: 231 Dispersant RI: 1330
Material RE: 147 Viscosity (mPas): 08872
Material 001 e Date and Time: Friday. 22.2013..
System
Temperature (C): 249 Duration Used (s): 50
Count Rate (keps): 1904 Measurement Position (mm): 085

Cell Description: Low volume disposable szin..  Attenuator: 2

Results.
Size(dn. % intensity Width(dn__
Z-Average (dnm): 4958 Peak1: 7004 1000 a1
Par: 0282 Peak2: 0000 00 0000
Intercept: 0791 Peakd: 0000 00 0000

Result quality Good
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Figure 2S. Dependence of size distribution by intensity of initial capsules on the number of washing cycles (red curve – initial capsules, green curve – 1st washing cycle, blue curve – 2nd washing cycle, black curve - 3rdwashing cycle).
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Sample Details
‘Sample Name: 92 emulsion - 3 w.c- ch-2 w.c-PSS-we 1

SOP Name: mansetings.nano
General Notes:

File Name: 24052013 PSS DoTab.dts  Dispersant Name: Water

Record Number: 289 Dispersant RI: 1330
Material Ri: 147 Viscosity (mPa.s): 0.8872
Material Absorbtion: 0.01 Measurement Date and Time: Friday, November 22, 2013...
System
Temperature (*C): 25.1 Duration Used (s): 50
Count Rate (keps): 422.7 Measurement Position (mm): 0.65

Results
Size (dn_. % Intensity  Width (d.n._.
ZAverage (dnm): 1203 Peak1: 1484 1000 7421
Pdl: 0262 Peak2:  0.000 [ 0000
Intercept: 0.834 Peak3: 0000 00 0000

Result quality Good
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Figure 3S. Dependence of the size distribution by intensity of initial (red curve), intermediate (green curve) and final capsules (blue curve) of TOC.

